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TEST METHOD AS PER STANDARDS
 

Salt Fog/NSS 

 

CASS/ASS 
C.C.T (Cyclic Corrosion 

Test) 
Humidity 
per fog 

Condensation 
humidity 

ASTM B117 ISO 9227 
ASS/CASS 

ASTM G 85

 

GM 4465P ASTM D 2247 

ISO 9227 ASTM B 368 CCT – HONDA ASTMD 1735 DIN 50017 

 

JIS Z 2371 
 

STD 423-0010 
(Volvo) 
AASS/CASS 

 

GM 9540 P 
 

 

ISO 6270 

ISO 7253 ASTM G 85 ASS VDA 621-415

   

ASTM D 5894 BS 7479 AASS FORD CETP: 00.00-L-467
   

ASTM G 85
  

VOLVO STD 

423-0010 
  

BS 7479  
 

VOLVO STD 
1027, 14 

  

STD 423-0010 
(Volvo) 

 ISO 11997-1   

  
FORD BI 123-3 

  

 
 

VDA 233-
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